Figure 8. 1748.6m x75.6 PPL

Massive quartz sandstone. Good primary intergranular porosity (stained blue).
Detrital clays are evident coating authigenic quartz at D4. The detrital clays can also
be seen to bridge two framework grains and possible be infilling a pore throat at C6.
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