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Figure 5. 1749 6m x75.6 PPL

Massive quartz sandstone. Good primary porasity is visible (stained blue). Authigenic
pyrite can be seen within the pore space al E5. This can be scen Lo display highly
corrosive contacts with the quartz grains. Detrital clays are evident coating the pore
space {eg. H2).
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